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Client: ATLI Job No.:
Project Name: ADOT Tracs No.:

Project Location: Report Date:
Material Type: Technician:

Material Source:
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1 4000 Abutment#2. Bottom 1/4 A,P, & S P4025051 40 4002 10 10 0 78 SDG 11:00 4.1% n/a 3.50 A Cylinder Lab 39756 4 4 12.57 50154 3990 D
2 4000 Abutment#2. Bottom 1/4 A,P, & S P4025051 40 4002 10 10 0 78 SDG 11:00 4.1% n/a 3.50 B Cylinder Lab 39759 7 4 12.57
3 4000 Abutment#2. Bottom 1/4 A,P, & S P4025051 40 4002 10 10 0 78 SDG 11:00 4.1% n/a 3.50 C Cylinder Lab Hold 4 12.57
4 4000 Abutment#2. Bottom 1/4 A,P, & S P4025051 40 4002 10 10 0 78 SDG 11:00 4.1% n/a 3.50 D Cylinder Lab Hold 4 12.57
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